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VIDO VIETNAM FUNITURE JOINT STOCK COMPANY 
PHUONG LA VILLAGE, TIEN LA COMMUNE, HUNG YEN PROVINCE, VIETNAM 
 
The following sample(s) was/were submitted and identified by the client as: 
 

SGS Job No. : VNHL2510033135HG 

Sample Description  : POLYESTER FABRIC (VIDO25PF) 

Color : BLACK 

Characteristic : “VAI POLYESTER” 

Country of Origin  : VIETNAM 

Country of Destination : USA 

 
As above information is provided and confirmed by the applicant. SGS is not liable to the accuracy, suitability, 
reliability or/and integrity of the information. 

**************************************************  
 

Sample Receiving Date : OCTOBER 10, 2025 

Final Confirmed Date : OCTOBER 10, 2025 

Testing Period : OCTOBER 10, 2025 TO OCTOBER 15, 2025 

Test Requested : PLEASE REFER TO THE RESULT SUMMARY 

Test Results : PLEASE REFER TO NEXT PAGES 

Result Summary   

 

Test Requested Conclusion 

TB 117- 2013 (R2019) Requirements, Test Procedure and Apparatus for Testing the Smolder 
Resistance of Materials Used in Upholstered Furniture 
Section 1 – Cover Fabric Test 

PASS 

 
Signed for and on behalf of 
SGS Vietnam LTD 

 
__________________________ 
Ung Thanh Van 
Hardline SBU Manager 
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Test Result: 

TB 117- 2013 (R2019) Requirements, Test Procedure and Apparatus for Testing the Smolder Resistance 
of Materials Used in Upholstered Furniture  
Section 1 – Cover Fabric Test 
 
Sample Details: 

Materials/ Color FABRIC/ BLACK Weight of sample 300 g/m2 (3.0 g/100cm2) 

 
Test Condition: 

 Temperature Relative Humidity Duration 

Condition of test samples 
and cigarettes 

(21±3) oC RH < 55% 24 hours 

 
Pass/Fail Criteria:                                                 
1. A single mock-up test specimen fails to meet the requirements of this test procedure if any of the following 
criteria occurs: 
a) The mock-up test specimen continues to smolder after the 45 minutes test duration; 
b) A vertical char length of more than 1.8 inches develops on the cover fabric; 
c) The mock-up test specimen transitions to open flaming. 
2. The cover fabric passes the test if three initial mock-up specimens pass the test, i.e., the cigarettes burn their 
full length and the mock-ups are no longer smoldering. 
3. If more than one initial specimen fails, the cover fabric fails the test. 
4. If any one of the three initial specimens fail, repeat the test on additional three specimens. 
5. If all three additional specimens pass the test, the cover fabric passes the test. If any one of the additional 
three specimens fails, the cover fabric fails the test. 
 
Test Result: 
 

Specimen # 
Duration of smouldering 

(min : sec.) 
Open flaming 

(YES/NO) 
Vertical Char Length 

(inches) 
Rating 

1 18:53 No 1/2" PASS 

2 19:26 No 5/8” PASS 

3 19:43 No 5/8” PASS 

 
Sample description: 
A BLACK FABRIC (POLYESTER) (VIDO25PF) 

 
Conclusion: The submitted sample(s) complies with the requirements of Section 1 for Cover Fabric Test of 

California Technical Bulletin 117-2013 (R2019). 
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PHOTO OF SUBMITTED SAMPLE FOR TESTING  
 

  
 

REPORT RESULTS REFER TO SUBMITTED SAMPLE(S) ONLY 

*** End of Report *** 
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